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Sample Description: WHITE VIETNAM COATINGS AND WOOD 
Vendor: DISCOVERY WORLD FURNITURE 

INC. 
Sample Size: 1 COLOR PANEL 

Manufacturer: / VPN: / 
Buyer: / SKN/SKU No.: / 
Labeled Age Grade: / PO No.: / 
Appropriate Age Grade: / Ref #: / 
Client Specified Age Grade: / Country of Origin: VIETNAM 
Tested Age Grade: / Assortment No.: / 
UPC Code: / Department No.: / 
LI & FUNG Contact: / ITEM#: / 
Phase of Production: PRODUCTION Date of Production: / 
Color: WHITE Model/Style#: / 
Program: / Previous No: N/A 
 
 
TEST: 
 
• CPSIA Total Lead Content In Surface Coating 
 

 

 
 
 
EXECUTIVE SUMMARY: 
 
The sample(s) MEETS the following requirement(s): 
 
− The total lead content of 90ppm requirements of 16 CFR 1303, “Ban of lead-containing paint and certain consumer 

products bearing lead-containing paint” as mandated by Congress in section 101(f) of the Consumer Products 
Safety Improvement Act (CPSIA) of 2008, Public Law 110-314. 
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RESULT(S):  
 

 
TOTAL LEAD CONTENT IN SURFACE COATING ("Ban of Lead-containing paint and certain consumer 
products bearing Lead-containing paint", Consumer Product Safety Improvement Act (CPSIA) of 2008)): 

 
Test method: CPSC-CH-E1003-09 
 

Element: Lead (Pb) 

Requirement:  Maximum allowable limit: 90 mg/kg 

Sample Description Result (mg/kg) 

Color / Component Location Style Overall Potential 
Conclusion 

1 WHITE COATING WOOD COLOR BAR - < 10 - PASS 
 
 

‘’<’’ =  Less Than mg/kg  =  milligrams per kilogram (ppm = parts per million) 
*  =  Average of duplicate analyses NA = Not Applicable 

 
Remark: In some cases, the tested component can not be tested individually due to overlapped coatings 
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